
500STest Unit Method

Group II
Appearance

Kinematic Viscosity @ 400C

Kinematic Viscosity @ 1000C

Viscosity Index

Saturates

Sulfur

Pour Point, 0C

Density @ 150C

Saybolt Color

Color ASTM

Flash Point COC

Copper Corrosion 1000C 3hrs

Total Acid Number

Aromatics

cSt

cSt

wt%

wt ppm

Kg/L

0C

mgKOH/g

wt%

Visual

D 445

D 445

D 2270

D 2007

D 5453

D 5950

D 4052

D 156

D 1500

D 92

D 130

D 974

D 2007

95.86

11.24

96

>90

<100

-14

0.8731

L 0.5

258

1b

<0.01

<2

Ulsan


