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Appearance

Kinematic Viscosity @ 400C

Kinematic Viscosity @ 1000C

Viscosity Index

Saturates

Sulfur

Pour Point
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Saybolt Color

Color 

Flash Point COC, 0C

Copper Corrosion 1000C 3hrs

Total Acid Number
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Visual

D 445

D 445

D 2270

D 2007

D 5453

D 5950

D 4052

D 156

D 1500

D 92

D 130
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D 2007

C&B
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1
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Ulsan

Test Unit Method


